Table 9. General Chemistry in Concrete Leachate

Ceolumbia Falls Aluminom Company, LLC, 2000 Aluminom Drive, Columbia Falls, MT

Sample Location] (CFSP-02A CFSP-0ZB
sample Designation| CFSP-02A-CO | CFSP-02B-CO
Sample Date]  9/1/2017 9/1/2017
Sample Type N N
Stockpile 2
Stockpile 2 | Reproducibility
Validated Validated
EPA Risk EPA Risk
Based Based
Screeming Screcning
Level Drinking | Level Tapwater
Analyte | water MCL RSL Unit
Fluoride 4000 K0 ug/l 229 124
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